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Methods Summary

No. Of Samples Method Code Scheme Code Description

1 Based on ASTM-C 25-11 LS_ASTM Limestone Chemical Testing

1 Based on SMCA, Wilfered W.Scott 

(AAS / ICP )

LS_NK Sodium & Potassium  in Limestone

1 Based on SMCA, Wilfered W.Scott 

(ICP )

LS_P Phosphorous in Limestone

1 Based on SMCA, Wilfered W.Scott 

(Gravimetric)

LS_MOISTURE Moisture in Limestone

Comments:

Sample not Drawn by SGS Pakistan (Pvt.) Ltd.

This report is not valid for any negotiation.

Statement of conformity can be provided upon request (Condition applies).

Uncertainty of the test results can be provided upon request.

This report pertains only to the sample (s) supplied and is issued without prejudice.

The remaining portion of the sample (s) will be disposed off after 15 days unless otherwise instructed (Conditions Apply).

The sample(s) to which the findings recorded herein (the "Findings") relate was (were) drawn and / or provided by the Client 

or by a third party acting at the Client's direction. The Findings constitute no warranty of the sample 's representativeness of 

any goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin or source from 

which the sample(s) is/are said to be extracted.

Certified By  : __________________________________

Ahsan  Anis

Assistant Manager

Certified By  : __________________________________

Iqbal  Ashraf

Manager Laboratory

H-3/3, Sector 5, Korangi Industrial Area, Karachi-74900, Pakistan  Tel: +92 21 111 222 747 Ext. 330  Visit: 

www.sgs.com
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Sample Ident Client ID Product

PKS2107658.001 LIMESTONESample # 02

ResultsUnitsDet. Lim.MethodElement

Calcium Carbonate (CaCO3) 

(Purity) (Calculated)

Based on ASTM-C 25-11 0.1 % 98.55

Calcium Oxide (CaO) Based on ASTM-C 25-11 0.1 % 55.16

Silica (SiO2) Based on ASTM-C 25-11 0.2 % 0.60

Alumina (Al2O3) Based on ASTM-C 25-11 0.1 % 0.17

Iron as (Fe2O3) Based on ASTM-C 25-11 0.01 % 0.21

Loss on Ignition (LOI) Based on ASTM-C 25-11 0.1 % 43.66

Magnesium Oxide (MgO) Based on ASTM-C 25-11 0.1 % 0.19

Sulphur as (S) Based on ASTM-C 25-11 0.01 % <0.01

Potassium as (K2O) Based on SMCA, Wilfered W.Scott 

(AAS / ICP )

0.01 % 0.01

Sodium as (Na2O) Based on SMCA, Wilfered W.Scott 

(AAS / ICP )

0.01 % 0.01

Phosphorous (P) Based on SMCA, Wilfered W.Scott 

(ICP )

0.01 % <0.01

Moisture Based on SMCA, Wilfered W.Scott 

(Gravimetric)

0.1 % 0.10

Methods marked with an asterisk (e.g. *NAA08V) were subcontracted

Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods

M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

= Composition of this sample makes detection impossible by this method*INF

= Insufficient Sample

= No result

I.S.

--

= Listed not received

= Not applicable

L.N.R.

n.a.

Report Footer:

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the 

limitation of liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the 

origin or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual 

settlement purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest 

extent of the law.

Member of the SGS Group (Société Générale de Surveillance)
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